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Figure 9.8
Manufacture of
Pressure-
Treated Wood

Lumber is loaded,
cylinder is sealed and 
a vacuum is applied.

Cylinder is filled
with chemical

Pressure is applied Cylinder is drained 
and lumber is removed

Treated lumber is 
stored for chemical 
fixation prior to shipping

Seasoned lumber 
is stacked and spaced 
for admission to cylinder
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Figure 9.9
Cross Section
of Preservative
Treated
Lumber

Incisor Indentations

The retention of wood species
which do not readily absorb
preservative chemical can be
enhanced by incising
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